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Elastic |Permanent| Take-up
stretch |Elongation| Travel
03

; . ~ - over
Nylon Fabric 0.6% 13~1.8%| 5 40
Conventional 0.2~ S over
Polyester 0.5% e T
0.2~ - over

5~0.7°
Protex 0.3% 0.5~0.7% 10%
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Breaking Conver Rubber Belt Width | Belt | Min Pullcy Dia (mm)
Nominal| Strength |No. of Plies | Thickness(mm) ) )
it e 600 700 750 800 900 1000 1050 1200 Thickness Head Tail Bend/Saub
500 | 500

2 6.0x3.0 o|lo|Jo|o]|o o [o o 12.1 400 |300 250
630 630 2 8.0x3.0 o o 0 o 14.1 450 |350 300
800 800 3 8.0x3.0 163 550 |450 400

LYoo lyd Al (s S0 aixa i S M OSSO

BN LT w19 53 acws



YOKOHAMA

Belt strength such as 1000/4 and 1250/4 for large lump material transportation or other
than above specifications are availabe.
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Nylon Cloth Belt Previous Rock Unicon Rock Unicon PROTEX
Belt Specifications
UR6302 2px8.0x3.0 MF6302 2px8.0x3.0

NN6302 2px8.0x3.0

Results of Single Trapped . . .
Material Test Cutting Cutting No Cutting
Remaining Strength w/ Trapped 0% 0% 30.6%
Material -
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